
  
 

 

SN TEST METHOD 
 

SPECIFICATION 
 

1 Assay, % by wt. 3.1 of IS 6655:1972 / UOP AM9 To be reported 

2 Colour Visual Bright whitish yellow 

3 Ash, % by wt. 3.3 of IS 6655:1974 / IS 1448 P:4 To be reported 

4 Acidity at H2So4, %wt. 3.4 of IS 6655:1975 / UOP AM10 To be reported 

    

Remarks: Product conforms to Refinery Specifications. 

 

BPCL: SULPHUR 


